SKAND PRODUCT TEST REPORT
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SAMPLING PLAN (fH4RAE) -
GB/T 18981-2008 54T
PO NUMBER (i .5 :) MSD-WL230808
MATERIAL (#4#8}) :45#% STEEL _
COMMODITY (7= &hfiii) :DRIVE PIN
FINISH (T 4b#E) : ZINC
SZIE (JR~J) :PD37/PD50/PD62
COUNTRY OF ORIGIN (J&j™[E]) :MADE IN CHINA
DIMENSIONAL INSPECTION: (AR ~})
INSPECTIONS ITEM (#&M35iH ) TEST QTY (4% &)  TEST STANDARD CA2MARAE) SPECIFIED (R HE{E) ACTUAL RESULT (£im{&)
HEAD DIAMETER (k%) 20 %5 PD. 0-1 (DRAWING) ¢ 7.55-0.2 mm 7.40-7.53
SHANK DIAMETER (FF7%) 20 [%]=PD. 0-1 (DRAWING) ¢ 3.7+0. 037mm 3.68-3.72
SHANK LENGTH (Ff4&) 20 [%]=PD. 0-1 (DRAWING) 3740. 8mm/ 500. 8mm/62+0. Smm 36. 3-37. 8/49. 2-50. 8/61. 3-62. 8
MECHANICAL PROPERTIES:ACCORDING TO (KLt fiE ki AmaAE)
INSPECTIONS ITEM (#ifllJ2 <)) TEST QTY (#2%f&)| TEST STANDARD (£&il#RiE) SPECIFIED (#RHEfH ) ACTUAL RESULT (sk#U{E)  |PASS RATE (&%
CORE HARDNESS GUS#3fill 5 ) 10 GBT/18981-20084} 4] HRC50-57 PASSED 100%
INDING TEST (25 i i ; 60" A (60° WITHOUT 10/~ Hh F60° A (PASSED "
BENDING TEST (ZHhfE: ) 10 PD37 BENDING) 60° ) 100%
) 3 ) 2 HH60° ANl (60° WITHOUT 1942 F)60° AW (PASSED
D i o aF F s b 0
BENDING TEST (Z#hfE: ) 19 PD30. PD62 BENDING) 80° ) 100%
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g{.ﬁgfb’fm(\%gm'\c 35 GBT/18981-2008 Nail SHOOTING 6mm Q235 STEEL PLATE ;'(JI;/'\f”') % ﬁ"’:ff‘}f;'ﬂ? 100%
Rk 2 USING S5 POWER LOAD, PIN HEAD O R REES
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